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TUNGSTEN CARBIDE 2FLUTE DECIMAL END MILL

i &

d= 3 -0.005~-0.028

<> 3<d= 6 -0.015~-0.038
6<d=18 -0.020 ~-0.047
18 <d -0.020 ~ -0.053

@ BRI LM E

@ Micro-Grain Tungsten Carbide

BEME :

MR - A - A2 TAH - THE - 38 - ARBWN - BN
Applicable materials:

Carbon steel,mold steel,alloy steel, cast iron, stainless steel, heat treated
steel, welded steel.

B {7:Unit: mm

JIR L1 Eals g d JI& AK45
Length of Cut Overall Length Shank Diameter Flute Number
2E-D1.1L38 1.1 B8 38 3.0 2 []
2E-D1.2L.38 1.2 8 38 3.0 2 [)
2E-D1.3L38 1.3 3 38 3.0 2 [ ]
2E-D1.4L.38 1.4 4 38 3.0 2 [)
2E-D1.5L38 1.5 4 38 3.0 2 [
2E-D1.6L38 1.6 4 38 3.0 2 [ ]
2E-D1.7L38 1.7 5 38 3.0 2 [
2E-D1.8L38 1.8 5 38 3.0 2 ®
2E-D1.9L38 1.9 5 38 3.0 2 [ ]
2E-D2.0L38 2.0 5 38 3.0 2 [)

JI& L1 ERL g d T8 AK45

Length of Cut Overall Length Shank Diameter Flute Number

2E-D1.0L38 1.0 . . 2 [
2E-D1.5L38 1.5 4.0 38 3.0 2 o
2E-D2.0L38 2.0 6.0 38 3.0 2 [J
2E-D2.5L.38 2.5 7.0 38 3.0 2 ®
2E-D3.0L38 3.0 8.0 38 3.0 2 [
2E-D3.5L.38 3.5 10.0 40 4.0 2 (]
2E-D4.0L50 4.0 12.0 50 4.0 2 [
2E-D4.5L50 4.5 13.0 50 6.0 2 [
2E-D5.0L50 5.0 13.0 50 6.0 2 [
2E-D6.0L50 6.0 15.0 50 6.0 2 ®
2E-D7.0L50 7.0 15.0 50 8.0 2 [
2E-D8.0L50 8.0 15.0 50 8.0 2 [
2E-D9.0L50 9.0 15.0 50 10.0 2 [
2E-D10.0L50 10.0 15.0 50 10.0 2 ®
2E-D12.0L50-10 12.0 15.0 50 10.0 2 [

JI& L1 ERL g d T8 AK45

Length of Cut Overall Length Shank Diameter Flute Number

3E-D2.0L38 3.0 6.0 . 3 [
3E-D2.5L.38 3.0 7.0 38 3.0 3 ®
3E-D3.0L38 3.0 8.0 38 3.0 3 [J
3E-D4.0L50 4.0 12.0 50 4.0 3 ®
3E-D5.0L50 5.0 13.0 50 6.0 3 [
3E-D6.0L50 6.0 15.0 50 6.0 3 [J
3E-D8.0L50 8.0 15.0 50 8.0 3 [
3E-D10.0L50 10.0 15.0 50 10.0 3 [J
3E-D12.0L50-10 12.0 15.0 50 10.0 3 ®

S HOBRTEEF NOTE:@means items in stock
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